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Part 2. Test Results: single X conbination composi te
Section |I. Pre-test Conditions

For testing reported herein, a shipment of drums was received in new
condition. Drunms fromthe lot fromwhich this drumwas taken have
al so been performance tested with a variety of bottles and cans.
The cans and rings were taken from stock.
The followi ng identification schema desi gnates the packagi hg speci nmen
used for the test(s) indicated. Assignnments were nmade at random in no
particul ar order of sequence.

Speci men No. Test

A repetitive-shock vibration test
flat onto bottom drop test
flat onto top, drop test
flat onto drum seam drop test
di agonally onto top chinme, drop test
di agonal 'y onto bottom chinme, drop test
stack test
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Part 2. Test Results:  single X conbination  conposite
Section Il. Sumary
SPECI MEN ALL
A Drop test - 1.8 m(PGI SG1.2, PGII SG 1.8, PGIIl SG2.7) PASS
flat onto the bottom PASS
flat onto the top PASS
flat onto sidewall seam PASS
di agonally onto top chine PASS
di agonal |y onto bottom chi nme PASS
B. Leakproofness test - restrained under water/soap over seamns N A
production testing, 20 kPa, 5 min. N A
design qualification, 20 kPa, 5 mn. N A
sal vage drum requirenent, 20 kPa, 5 nin. N A
C. Internal pressure/Hydrostatic pressure test (liqQg.) -
95 kPa, ring manufacturer’s testanentary not perfornmed
15 psig (100 kPa), capabl e by specification not perforned
D. Stacking test - static load; 2,000 Ib, 24 hr PASS
E. Vibration standard - repetitive-shock, rotary notion
3.53 Hz., 1 hr PASS
F. Water resistance test (fiberboard box) - N A
G Conpatibility test (liq. in plastics) - N A

To be certifiable, the configuration nust pass the applicable tests for the type
packagi ng, intended |ading, and node(s) of shipment. This report is/is—net applicable
to transportation by air.
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Part 2.

Not e.

A. Drop test:

Test Results (continued)

Section IlI1. D scussion

RN:

99AYPO19

Al pha desi gnati ons denote which specinen tested in that orientation.

49 CFR 8178.603

____cold conditioned (0° F, 72 hr)
X anbient conditions

____standard conditions (50% RH & 23° O

No. |Ht. Oientation Resul ts
At 1.8 m |[Flat onto drumbottom |[Pass. No |eaks/rupture; entire contents
retai ned
At 1.8 m [Flat onto drumtop Pass. No |eaks/rupture; entire contents
retai ned
At 1.8 m [Flat onto sidewall Pass. No |eaks/rupture; entire contents
seam retai ned
At 1.8 m |Diagonally onto top Pass. No |eaks/rupture; entire contents
chime, at/near bolt retai ned
At 1.8 m |Diagonally onto bottom [Pass. No |eaks/rupture; cans retained
chime, at/near bolt completely within the drum cans were
dent ed; absorbent material had settl ed.
Note 1. Specinen A is a conbination packagi ng consisting of a 4-gal MS27684 renovabl e

head drum (outer packagi ng) containing four 1-qt,
HAZLOC® ri ngs.

B. Leakproofness test:
Leakpr oof ness testing of
required.

N A

packagi ngs i s not

C. Interna
Testing for the maintenance of
combi nati on configurations for surface nodes.

Pressure/ Hydrostatic Pressure test:
internal pressure is not

49 CFR 8178. 604

i nner

friction plug netal

cans fitted with
The ring-fitted cans (inner packagings) were filled with water (SG
1.0) to 98% of maxi mum capacity (based on weight).

packagi ngs i n conbi nation

49 CFR 8§178. 605
required for
For transportation by

air, 49 CFR 8173. 27 applies (packagings for which retention of liquid is a basic
function must be capabl e of w thstanding wthout |eakage...).

a.

party | aboratory (Wl e Laboratories),

Ring-fitted cans.

Testing was actually acconplished by a third-

manuf acturer (HAZMATPACR, Inc.).

provi ded.
manuf act ur er

Reported Testing--

not identified.

250 kPa (36 psi) for
100 kPa (15 psig) for X
80 kPa (12 psi) for
95 kPa (14 psi) for
75 kPa (11 psi) for
15 psi/103.4 kPa  for

on behal f of the HAZLOGC® ri ng

A test report (No. 41347.22-04) was
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RN:  99AYP019
Part 2. Test Results: Section Ill (continued)

By testing at a higher test pressure (100 kPa, 15 psig (reported)),
the mninmumtest pressure required for conbination packagings for air
transportation of PGIIl Cass 3 or Division 6.1 lading (75 kPa) was
reported to have been reached and nmintained. Actually, 75 kPa equals
10.9 psi, as derived by dividing 75 kPa by 6.894757 kPa per psi.

The minimumtest pressure required for conbination packagings for air
transportation (95 kPa) was reported to have been reached and

mai nt ai ned. Actually, 95 kPa equals 13.8 psi, as derived by dividing
95 kPa by 6.894757 kPa per psi.

Based on the reported testing, 1-quart friction lid cans fitted with
HAZLOC® ri ngs, are capabl e of nmintaining the mnimumi nternal
pressure required for transportation by aircraft.

b. MS27684 drum By specification (ML-D6054), an MS27684 drum
must have been tested hydrostatically at 15 psi for 5 m nutes.

Speci fication Testing (capability assessnent)—

250 kPa (36 psi) for 5 30 mnutes
100 kPa (15 psi) for 5 30 mnutes
80 kPa (12 psi) for 5 30 mnutes
95 kPa (14 psi) for 5 30 mnutes
75 kPa (11 psi) for 5 30 mnutes
X 15 psi/103.4 kPa for X 5 30 mnutes

kPa/ psi for 5 30 m nutes

By testing at a higher test pressure (15 psi), the mninumtest
pressure required for conbi nati on packagi ngs for air transportation of
PGIIl Cass 3 or Division 6.1 lading (75 kPa) was to have been
reached and maintained. Actually, 75 kPa equals 10.9 psi, as derived
by dividing 75 kPa by 6.894757 kPa per psi.

The m nimumtest pressure required for conbi nati on packagings for air
transportation (95 kPa) was to have been reached and mai nt ai ned.
Actual ly, 95 kPa equals 13.8 psi, as derived by dividing 95 kPa by

6. 894757 kPa per psi.

Based on the narked specification (Ms527684), the 4-gal druns are

capabl e of maintaining the mninuminternal pressure required for
transportation by aircraft.
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RN:  99AYP019
Part 2. Test Results: Section Ill (continued)

D. Stacking test: See 49 CFR §178. 606.
____standard conditions (23° C & 50% RH)
X anbient conditions (_~72° F )
~__high tenperature conditions (104° F)

No. |Length Type Load/ Force Peak Results Stability
For ce Mai nt ai ned?

Al |24 hr Static [2,000 Ibf~ N A | bf Pass. No | eakage |Yes

Note 1. Specinen A, 4-gallon MS27684 renpvabl e head drum tested enpty.

Note 2. The mininumtop load (296 |b) to be applied was based on the antici pated
gross packaged wei ght derived fromthe density of the heaviest liquid anticipated
(SG = 2.7) at 98% of overfl ow capacity.

E. Vibration test: See 49 CFR 8§178.608.

No. Frequency Dur ati on Resul ts

Al 3.53 Hz 1 hr Pass. No | eakage, rupture, or damage?

Note 1. Specinen A is a conbination packagi ng consisting of a 4-gal MS27684 renpvabl e
head drum (outer packagi ng) containing four 1-qt, friction plug netal cans fitted with
HAZLOC® rings. The ring-fitted cans (inner packagings) were filled with water (SG
1.0) to 98% of maxi mum capacity (based on weight).

Note 2. The drum and cans remai ned cl osed, and the contents were conpletely retained
i nside the drum The drum was not opened before proceeding to the drop test. Wth
the use of generic cans, it was not possible to evaluate whether any actual hazardous
| ading could | eak fromthe cans under conditions of repetitive-shock vibration.

F. Water resistance (Cobb Method) test: 49 CFR §178.516
NA This test is only for fiberboard, as required by the standards
for fiberboard boxes.

G Conpatibility test (plastics packagings only): NA

Conpatibility testing (a procedure specified in appendix B to part
173, as required by 49 CFR 8173.24(e)(3)(ii)) is only required for
pl asti cs packagi ngs intended to contain |iquid hazardous materials.
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RN:  99AYP019
Part 2. Test Results (continued)
Section IV. Notes

For this configuration, either firmly packed, fine grade vernmiculite
or either of the following, firnmy packed cellul ose fiber absorbent
products, "HAZMATPAC® Absor bent A-900" or "Absorption Corporation
Absorbent GP", can be used w thout any notable difference in
perfornmance. |Inner packagi ngs have a tendency to mgrate if the | oose
fill material is not firmy packed.

Variation 4 for selective testing of conbination packagi ngs, found in
49 CFR 8178.601(g)(4), authorizes each external dinension (length,

wi dth, and height) to be less than or equal to the correspondi ng

di mensi on of the tested design type. This allows |essening of the

di mensions to provide a snug fit around the packaged |ading. The
gross wei ght of the packagi ng nust not exceed the tested weight, and
the thi ckness of cushioning cannot be |l ess than the thickness used in
the tested configuration.

For air transportation, a new gasket, which has never been applied,

nmust be used, if the drumis to be capable of maintaining the
desi gnated internal pressure per 49 CFR 8173.27(c).

2-1V-1



RN:  99AYPO19

Part 3. Test Personnel

A. Drop test (49 CFR 8§178.603)

B. Leakproofness test (49 CFR 8§178.604) - NA

C. Internal pressure/Hydrostatic pressure test
(49 CFR 8173.27) — not perforned (ring manufacturer’s testanmentary)

not performed (drum specification capability)

(49 CFR 8178.605 - N A

D. Stacking test (49 CFR 8178.606)

E. Vibration standard (49 CFR 8178. 608)

F. Water resistance standard (49 CFR 8178.516) — N A

G Procedure for Testing Conpatibility and Rate of Perneation
in Plastic Packagi ng and Receptacl es
(49 CFR 8173.24, app Bto part 173) — NA

The personnel who perforned the aforenentioned testing, or had a role

in the testing, evaluation, and/or docunentation, as reported herein
are recorded in the test files.
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Part 4. References
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Part 5. Equi prnent

Item

6-inch dial calipers
1,250-1b vibration table
4,000-1b vibration table
12,000-1b vibration table
30, 000-1 b conpression tester

5,000-1 b conpression tester

10, 000-1 b scal e
5,000-1b scale
500-1 b scale

5, 000-gram scal e
3, 000- gr am bal ance
rel ease hook

drop tester

col d chanber

al ti tude chanber

32-channel chart recorder

Cobb Si zing Tester

30 psi pressure gauge
100 psi pressure gauge
torque wrench (150 ft.-1Dhb)
torque wrench (100 ft.-1hb)
torque wench (50 in.-1hb)

torque wrench (200 in.-1hb)

RN:  99AYPO19

Cal i bration

Seri al Expi ration
Manuf act ur er No. Dat e
Brown & Sharp 599- 5794 2/ 00
Swi tzerl and
L.A. B 8120179 see note
Skaneat el es, NY
Gaynes Engr. Co. &X0765 see note
Franklin Park, IL
M RAD 563- 84 see note
Woburn, MA
Gaynes Engr. Co. &0950 4/ 00
Franklin Park, IL
L.A.B 1107050 4/ 00
Skaneat el es, NY
J.J. MclIntyre & Sons 5931A 4/ 00
Whi t ehal |, PA
Fai r banks Scal e H519240 4/ 00
USA
Tol edo Scal e N A 4/ 00
Wor t hi ngt on, OH
Chaus Cor porati on 20078 N A (new)
USA

Bri nkmann | nstrunments 3103120 4/ 00
West bury, NY

Gaynes Engr. Co. 18211-1 N R
Franklin Park, IL

L.A B 3811 N R
Skaneat el es, NY

Russel | s 1962214 4/ 00
Hol | and, M

Aneri can Research Corp. 5A13622 4/ 00
Farmi ngton, CT

Mol yt ek, |nc. 870403007- 2S 5/ 99
Pi ttsburgh, PA

Tel edyne Curl ey 4180- A N R
Troy, NY

W KA Instrunment Corp. 961420001 4/ 00
Law encevill e, GA
W KA I nstrunment Corp. 961420002 4/ 00
Law encevill e, GA

St anl ey-Proto WAE30966 6/ 99
Covi ngton, GA

St anl ey-Proto WUK50305 7/ 99
Covi ngton, GA

St anl ey-Proto 5A98 N A (new)
Covi ngton, GA

St anl ey- Proto WYC22958 N A (new)

Covi ngton, GA

Note. Equipnent is calibrated in accordance with International Safe Transit
Associ ation test equi pnent verification requirenents.

ba
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Part 5. Equi pment (conti nued)

Cali bration
Seri al Expiration
Item Manuf act ur er No. Dat e
400 kPa pressure gauge Ashcr of t 45323-016A 11/00
Stratford, CT
400 kPa pressure gauge Ashcr of t 5323-016B  11/00
Stratford, CT
100 kPa pressure gauge Ashcr of t 59694-011B 11/00
Stratford, CT
100 kPa pressure gauge Ashcr of t 59695- 011A 11/00
Stratford, CT

5b
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Appendi x A
Test Applicability

Based on the drop height and conputed stacking weight, this test
report is applicable for all surface nodes of transportation including

road, rail, and water, when the |iquid hazardous substance intended
for containnment by the tested packaging is in accordance with the
equi val encies listed in appendix B, section IIl of this report.

Transportation by conmercial (cargo and passenger) or nilitary air is
as permtted by regulation for the hazardous item provided the

requi red pressure for the hazardous | adi ng does not exceed 100 kPa. A
test pressure based on the vapor pressure of the intended |iquid
contents applies. Appropriate packagi ng paragraphs apply.

Pass/fail conclusions were based on the particular cans, rings, and
drum speci nens, test loads, and the limted quantities submtted for
test. Extrapolation to other materials, other manufacturers, other
applications, different inner packagi ngs, container sizes, or |esser
inner quantities is the responsibility of the packagi ng design agency
or applicable higher headquarters. Extrapolation of test results
based on | ess than the nini numrecomended nunber of test specinens is
al so the responsibility of the packagi ng desi gn agency or applicable
hi gher headquarters. Extrapolation of test results to other |ocking
ring brands is not authorized.

Ref erence to specification materials has been made based either on the
i nformati on provided by the requester, the manufacturer, or the
mar ki ngs printed on, attached to, or enbossed on the packagi ngs.

Testing was perforned per Title 49 Code of Federal Regul ations;
Subtitle B, Other Regul ations; Chapter |, Research and Speci al
Prograns Administration (DOT); Subchapter C, Hazardous Materials

Regul ations; Part 173, Shippers- Ceneral Requirenments for Shipnents
and Packagi ngs; Part 173 Subpart A, Ceneral; as well as, Part 178,
Speci fications for Packagi ngs; and Part 178 Subpart M Testing of Non-
Bul k Packagi ngs and Packages.

Performance testing was undertaken and conpleted at the request of an
agency responsi ble for shipnment of the dangerous good(s). The

conpl etion of successful required performance tests does not, by
itself, authorize the marking and transportati on of the dangerous
good(s). Applicable nodal regul ati ons shoul d be consulted concerning
the relationship of perfornmance testing conpleted and the dangerous
good(s).
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Appendi x A (Conti nued)

The required performance tests are intended to evaluate the
perfornmance of the packagi ng conponents. The criteria used to

eval uat e packagi ng performance is whether the contents of the
packagi ng are retained within the outer packagi ng, shoul d damage to
t he outer packagi ng occur, and secondly, if any inner packagi ng of
hazardous naterials |eaks, ruptures, or is damaged so as to affect
transportation safety. The successful conpletion of the required
tests does not ensure the undamaged delivery or survivability of the
actual commodity/item Separate testing is necessary to assure the
stability of any explosive item

Before a configuration can be certified by the person(s) authorizing
shi pment, the appropriate packaging for the particul ar hazardous

| adi ng and node of transportation nmust be determined, and the itenm(s)
must be prepared for shipnment per applicable regulations. The chosen
configuration nust have been perfornmance tested in accordance with the
size, the shape, and the weight constraints posed by the configuration
to be certified. The testing reported herein should not be construed
as bl anket certification of any configuration that sinply uses the
perfornmance tested drum or friction-lid cans with | ocking rings.
Packagi ng paragraphs apply.
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Appendi x B
Test Data Sheet
Section |I. Test Product

Physical State: ~  solid X liquid  gas  aerosol
Test Product Used: Water
Anmount Per Contai ner:

l-quart (4 qt), rated

2.08 I'b (8.32 1b)

2.34 Ib (9.36 I b), packed
Test Weight: ~10.4 kg
G oss Wight: ~23 Ib (Goss Wight = Test Weight x 2.205 | b/kg, rounded)

Consi stency/ Viscosity: NA

Fl ash Point: NA

Addi tional Description: NA

B-1-1
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Appendi x B (Conti nued)

Section |1. Test Parameters

Drop Height: Ref: 49 CFR 8§178.603

X 1.8 m 71 in. (PGI, Il, &IIl, SG< 1.2 or solids)
1.2 m 47 in. (PGII & IIl, SG < 1.2 or solids)
0.8 m 32in. (PGIll, SG< 1.2 or solids)

m i (ot her, PG , SG )

from-

Unl ess otherw se conmputed for nore dense |iquids,
having a specific gravity of 1.2 or |ess.

SGx 1.5 m SG x 59.06 in.
l: SGx 1.0 m SG x 39.37 in.
I1: SGx 0.67 m SG x 26.38 in.

drop height as follows--

I nt er nal
~ NA
N A
250
100
80
X 95
75

X 15

St acki ng
Sol i ds- -
wher e:

NA Ib

wher e:

PG factor x density (or SG = drop height, thus
SG = drop hei ght/PG factor (49 CFR 8§178. 603)
0.67 mx SG=1.8 m thus SG= 2.7, PG III

Pressure/ Hydrostatic Pressure (liquids only):
surface only [49 CFR §178.605(a)]
sol i ds [49 CFR §178.605(a)]
kPa (36 psi); PG 1 single mninmm
[49 CFR 8178.605(d)(3), surface & 49 CFR 8173.27(c)(3)(ii), air]
kPa (15 psi); PG I1I/111 single m ninmm
[49 CFR 8178.605(d)(3), surface & 49 CFR 8173.27(c)(3)(ii), air]
kPa (12 psi); PG I1Il of Cass 3 or Division 6.1 sgl mn.
[49 CFR 8173.27(c)(3)(ii), air]
kPa (14 psi); inner/supplementary mninmum PG N A
[49 CFR 8§173.27(c)(2)(i), air]
kPa (11 psi); inner/suppl. mn., PGIlIl of d 3/Dv 6.1
[49 CFR 8173.27(c)(2)(i), air]
psi/103. 4 kPa; other, drum specification [ML-D 6054]

other, reported capability [can with |ocking ring]

kPa/ psi; other,

Wi ght/ Force: Ref: 49 CFR §178.606

A= (n-1)(w (.95

A = applies |load in pounds

n = m ni mum nunber of containers that when stacked,
reach a height of 3 m(round up to next integer)

w = maxi mum wei ght of one packed container in pounds

.95 corresponds to maximum fill (95% nmax. capacity)

ni ni num r equi r ed; NA |bf actual

A=(n-1)(w(.95)

n =118 in./ in. = rounded up to

w = I b

A=(-1)(w(.95) = I b (presunmed to be 95%

B-11-1

water (SG = 1) represents a solution
Equi val ent specific gravity derived from
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Appendi x B (Conti nued)

Section Il. Test Paraneters (continued)

St acki ng Wei ght/ Dynami ¢ Conpression Force: Ref: 49 CFR §178. 606
Liquids-- A= (n-1)[w+ (s)(Vv)(8.3)(.98)](c)

wher e:

199

wher e:

238

wher e:

296

wher e:

A
n

<sow

applied | oad i n pounds

m ni mum nunber of containers that when stacked,
reach a height of 3 m(round up to next integer)
specific gravity of |ading

maxi mum wei ght of one enpty contai ner in pounds
actual capacity of container

(rated capacity + outage) in gallons

corresponds to the weight (Ib) of 1 gallon of water
corresponds to maximum fill (98% max. capacity)

either 1.5 (the conpensation factor that converts the static |oad
of the stacking test into a |oad suitable for dynanic conpression

testing), or 1.0 (static top |oad)

Ib mnimumrequired (PG1, SG 1.2); 2,000 |Dbf actua

A = (n-l)[m1+ (s)(v)(8.3)(.98)](c)
n =118 in./14.5 in.
= 8.1 rounded up to 9
w=28+ (4)(.26) + (4)(0.04) + 6 =15 1b
s =1.2
v = (.25 gal)(4) = 1.00 gal
c =1
A=(9-1)[15 + (1.2)(1.0)(8.3)(-98)](1) =198.11b
Ib mnimumrequired (PGI1I, SG1.8); 2,000 |I|bf actua
A= (n-1)[w + (5)(v)(8.3)(.98)](c)
n =118 in./14.5 in.
= 8.1 rounded up to 9
w=28+ (4)(.26) + (4)(0.04) + 6 =15 1b
s =1.8
v = (.25 gal)(4) = 1.00 gal
c =1
A=(9-1)[15 + (1.8)(1.0)(8.3)(.98)]1(1) =237.11b
Ib mnimumrequired (PGI1I1, SG 2.7); 2,000 |Dbf actua
A= (n-1)[w + (5)(v)(8.3)(.98)](c)
n =118 in./14.5 in.
= 8.1 rounded up to 9
w=28+ (4)(.26) + (4)(0.04) + 6 =15 1b
s = 2.7
v = (.25 gal)(4) = 1.00 gal
c =1
A=(9-1)[15 + (2.7)(1.0)(8.3)(-98)](1) = 295.7 Ib

B-11-2



RN:  99AYPO19

Appendi x B (Conti nued)

Section Il1. Equival encies of Liquids
Specific | Total |b per Total I'b per | Goss Weight | Test Wi ght
Gavity! | Configuration | Container (pounds) 2 (ki | ograns)?
Wt er 1.0 8. 32 2.08 23 10. 4
PG | 1.2 10. 00 2.50 25 11.3
PG I 1.8 14. 96 3.74 30 13.6
PG I 2.7 22.48 5.62 37 16.8

Note 1. Equivalent specific gravity derived fromdrop height as
follows-- PG factor x density (or SG = drop height, thus
SG = drop hei ght/PG factor (49 CFR 8§178. 603)

PG |: 1.5 mx SG=1.8m thus SG= 1.2
PG II: 1.0 mx SG=1.8 m thus SG= 1.8
PGIlIl: 0.67 mx SG=1.8 m thus SG= 2.7

Unl ess otherw se conmputed for nore dense liquids, water (SG = 1) represents a solution
having a specific gravity of 1.2 or |ess.

Note 2. Goss and test weights include packaging (~15 Ib, ~6.8 kg) and liquid
contents. Goss Wight = Test Weight x 2.205 | b/kg, rounded.

B-111-1
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Appendi x C
Packagi ng Data Sheet
Section |I. Exterior Shipping Container

Packaging Category:  single X conbination  conposite
UN Mar ki ng(s):

cited in test report-- NA

mar ked on packagi ng-- N A
UN Type: 1A2; Steel renovable head drum (49 CFR 8178.504 (a)(2))
Speci fication Type: Drum Metal-Shipping and Storage

Speci ficati on Nunber(s): ML-D 6054; MS27684-2 (drum assenbly);
M527684- 12 (bottom marked); MS27684-21 (lid narked)

Nom nal (Rated) Capacity: 4 gallons (by spec., not marked)
Cont ai ner Manufacturer: M RAX (bottom marking); CAGE 85717
M RAX Chemni cal Products, Corporation
St. Louis, Mssouri 63139
Nonmencl ature: Drum Metal (Iabel marking)
Date(s) of Contai ner Manufacture: 98 (enbossed on bottom
Material: Steel, 22 gauge (enbossed on bottom) [2 swedges]
NSN: 8110- 00- 254-5722 (drum assenbl y)
Contract No.: NA Purchase Order No.: NA
Tare Weight (enpty drum: 8 |Ib (actual, wlid & ring)
D nensions: 11%in. in dianeter (OD); 14%in. in height (OD)
10.5 in. nomnal inside dianeter (1IAWM L-D 6054)

12.86 in. nom nal usable inside height (1AWML-D 6054)

Cl osure (Method/ Type):
Locking ring; nut and bolt, tightened to 6 + % foot-pounds

Closure Dinensions: 3%in. in height (QOD) (locking ring)

1% in. around (OD) (Iocking ring)
% in. by 3%in. (bolt)
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Section |I. Exterior Shipping Container (continued)

Cl osure Specification Nunber(s):
M527684- 21 (drumcover, style 1); NSN 8110-00-841-1634
M527684- 31 (locking ring, style 1); NSN 8110- 00-190-9992
M527684- 25 (gasket); NSN not assi gned

C osure Manufacturer(s): Nut & bolt, not narked

Bandi ng Type: NA Bandi ng Specification No(s).: NA
Bandi ng Di nensions: NA Bandi ng Manufacturer: NA
Bandi ng Position(s): NA

Cushi oni ng/ Dunnage: Cellul ose fiber absorbent; fiberboard pad

Cushi oni ng/ Dunnage Specification Type(s):
Cel l ul ose fiber absorbent-- Absorbent ™GP
Fi berboard-- Standard Specification for Corrugated and Solid
Fi berboard Sheet Stock (Container G ade) and Cut Shapes

Cushi oni ng/ Dunnage Speci ficati on Nunber(s):
Cel lul ose fiber absorbent-- proprietary
Fi berboard-- ASTM D 4727, type CF (corrugated fi berboard)
Variety SW(singlewall), C flute
C ass WR (weat her-resistant)
G ade V3c

Cushi oni ng/ Dunnage Di nensi ons: see Additional Description
Cel l ul ose fiber absorbent-- ungraded, approximately 6 Ib
Fi berboard-- 10 in. diameter (pad between | ayers, qty 1)

Cushi oni ng/ Dunnage Manuf acturer(s):
Cel lul ose fiber absorbent-- Absorption Corp., Bellingham WA
Fi berboard-- Not identified

Leakproof Liner(s): None
Note 1. Each ring-fitted can may be placed in a seal ed plastic bag.
Note 2. Using the drumdinensions, if a 4-m| drumliner were used,

the bag wi dth should be-- the bag depth should be--
[ War um + 7] [ War um + hdrum + 7]
[ 11 + 7] [ 11 + 13 + 7]
~18 [ 11 + 13 + 7]
~31

Li ner Manufacturer/Distributor and Part No.(s): NA
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Section |I. Exterior Shipping Container (continued

Addi ti onal Description:

a. Anplastic liner (bag) my be placed either in the drumor around
each can. The use of a |eakproof |iner or |eakproof bag is optional
for this configuration, since the outer packaging is |eakproof.

b. Approximately 1 inch of |oose-fill absorbent was placed in the
bottom of the drum and firmy tanped down. Two ring-fitted cans were
pl aced on the | oose-fill absorbent cushioning, evenly spaced. Mre
| oose-fill absorbent was then tightly packed around and over the cans.
Less than 1 inch (approx. “in.) of tightly packed | oose-fill
absorbent separated the cans fromeach other. Less than 1 inch
(approx. %in.) of loose-fill absorbent separated the cans fromthe
sides of the drum Approximately 1 inch of firmy packed | oose-fill
absorbent covered the evenly spaced ring-fitted cans. A fiberboard
pad was placed on the |ayer of absorbent cushioning. Approximtely
1 inch of loose-fill absorbent was placed on the fiberboard pad. Two
ring-fitted cans were placed on the absorbent cushioning, evenly
spaced. More loose-fill absorbent was tightly packed around and over
the ring-fitted cans. Approximately 1 inch of |oose-fill absorbent
covered the cans. The |oose-fill absorbent nust be firmy packed,
especially toward the drum bottom chine. The |oose-fill absorbent
must conpletely fill the drum up to the rim

10 VIEW SIOE VIEN

RS2

FIBERBOARD PAD —— 4 | AN CAN 5

ORIM ——__| CAN CAN
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Appendi x C (Conti nued)
Section |I. Exterior Shipping Container (continued

c. Before closing, the drumwas “shaken down” to settle and pack the
absorbent material. Additional absorbent was added, as necessary to
make a tight pack. |If used, the plastic bag is to be rolled/ folded
down, then taped across the fold. The bag ends are to be fol ded down,
along the sides of the drum

d. The quantities of absorbent material B DO NOT neet the 1-quart
gui del i nes for absorbent material (1 in. sides, 2 in. top/botton
outlined in AFJMAN 24- 204/ TM 38- 250/ NAVSUP PUB 505/ MCO P4030. 19F/
DLAM 4145. 3, Preparing Hazardous Materials for Mlitary Air Shipnents.

e. Wen used, care nust be exercised when selecting vermculite to
avoi d i ntroducing water or surfactants (treatnents to reduce dust) into
the package. Only untreated vermiculite should be used. The use of CID
A- A-52450, Vermculite, Absorbent (For Packagi ng Liquid Hazardous
Materials) is recommended.
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Section Il. Primary |Inner Packagi ng of Conbi nati on Packagi ng

Appl i cabl e/ Net—apptiecable

Quantity of Inner Containers: 4
Capacity: 1 quart each
Speci fication Type and No(s).: NA NSN: NA

Type: 1l-quart tripletite paint can (distributor's description);
friction plug (lid)

Manuf acturer/Di stributor: Freund Can Conpany

Chicago, Illinois 60620 (box marked)
Manuf acturer/Di stributor Part Nunber(s): can—818A
bai | N A
i d—6618A

Contract and Purchase No(s).: Not narked

Material (s): Steel, tin plate

Dat e(s) of Manufacture: NA

Tare Wi ght (enpty can): .26 |b; 117.9 g (avg) [120.4 g w ring]
Filled Wight: 2.34 1b

Di nensions: 4% in. - dianeter (OD) [can body w o handl es]
4% in. - height (OD)

G osure Type: Friction plug
404 tripletite lid (distributor’s description)

Cl osure Method: See Additional Description
Cl osure Specification and Nunmber(s): NA
G osure Dinensions: 3%in. (opening)

O osure Manufacturer/Di stributor and Part No(s).:
Freund Can Conmpany, P/ N 6618A
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Section Il. Inner Packagi ng (continued)

Secondary Cl osure:

Secondary Cl osure

Secondary C osure
Secondary C osure
Secondary C osure
Secondary C osure
Secondary C osure
Secondary C osure
Cushi oni ng/ Dunnage
Cushi oni ng/ Dunnage
Cushi oni ng/ Dunnage
Cushi oni ng/ Dunnage
Leakpr oof Liner:

Static Electricity

Addi ti onal Descrip
HAZLOC® ring is ap

Plastic |l ocking ring

Specification(s): HAZMATPAC® P/ N C- GSA- 705
NSN-- N A

Speci fication Nunber(s): NSN-- NA

Di mensions: NA

Manuf acturer(s): HAZMATPAC®, Inc., Houston,
Contract No.: NA

Purchase Order No.: NA

Date of Manufacture: Not identified
Type: see Appendix C, Section |

D nmensions: NA

Speci fication Type and Nunber(s): NA
Manuf acturer: NA

N A

Protection: NA

99AYPO19

TX

tion: This test report can only be cited when a

plied to the cans.

A multilock closure device (Freund Can Co., stock No. 7855, conpression press)
was used to separately press the friction lid and plastic | ocking ring
e. Care nust be exercised to avoid denting or

securely into plac
creasing the frict

ion-l1id cans.
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Section Il1. Draw ng

TIGHTEN TO 6 /- 1/2 FT-LBS

AR IS EXPELLED,
LINER IS FOLDED,
TUCKED N STOES
AND' TAPED

(6) PACK TIGHTLY

T (2) INDIVIDUAL BAGS, EXPELL AIR,
TWIST, FOLD, AND TAPE

GAYPOT9U

ITEM DESCRIPTION 99AYPO019

1 4 GAL., DRUM, METAL-SHIPPING & STORAGE, OPEN HEAD, IAW MIL-D-6054,
NSN: 8110-00-254-5722, MS 27684-2

2 PLASTIC DRUM LINER, 4-MIL POLYETHYLENE, 18 X 31 IN. (OPTIONAL) or
AN INDIVIDUAL BAG FOR EACH CAN (QTY 4), 4-MIL POLYETHYLENE (OPTIONAL)

QTY 4, 1-QUART FRICTION PLUG (LID), ROUND, METAL CAN

FIBERBOARD PAD, GRADE W5c or V3c IAW ASTM D 4727, 10 IN. DIAMETER

3
4 LOCKING RING — HAZLOC BRAND (NO SUBSTITUTION) P/N C-GSA-705
5
6

CELLULOSE FIBER ABSORBENT, OR VERMICULITE, A-A-52450

CGlll-1
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Appendi x D
Rati onal e

The equival ent of Packing Goup | (great danger) testing was requested
for a 4-gallon, MS27684 renovabl e head drum having as the intended
contents four, 1-quart, friction plug (lid), round, netal cans fitted
with HAZLOC® Rings. The cans are nore conmonly known as paint cans.
The configuration to be tested is intended to be applicable to a | arge
assortment of |iquid products contained in round, friction plug
(paint), metal cans, in volunes of 1l-quart, 1-pint, or |ess. For

| esser volunes, variations to testing requirenments can be found in 49
CFR 8178. 601(Q) .

Water was used as the test liquid as permtted by Title 49 Code of
Federal Regulations (CFR). Substitution for the actual hazardous
lading is permtted by 49 CFR §178.602(c).

Cel lul ose fiber absorbent was used as an absorbent material and/or
cushioning. A plastic bag, tightly folded, and securely taped, can be
used (not required) as a | eakproof liner inside the drum The cans
may be placed inside a | eakproof, sealed plastic bag. The use of a

| eakproof |iner or |eakproof bag is optional for this configuration
since the outer packaging is |eakproof.

Prior to closing the 4-gallon, MS27684 renovabl e head drum a
fiberboard top pad was not placed on top of the absorbent. A circular
fi berboard pad separated the 2 | ayers of cans.

Per the requesting activity, a HAZLOG® | ocking ring was used as a
secondary cl osure.

A multilock closure device (conpression press) was used to separately
press the friction Iid and plastic locking ring securely into place.
Care nust be exercised to avoid denting or creasing the friction-lid
cans. Each can was not placed inside a sealed plastic bag.

One conbi nati on packagi ng made to the above described configuration
was subjected to drop and vibration testing as prescribed in ASTM D
4919. These tests are designed to sinulate the shock and vibration a
package (configuration) may encounter when bei ng shi pped worl dw de by
truck, rail, or ocean going transport. The order of testing was
vibration, then drop testing. After the rough handling testing of the
packed drum static |oading was perforned on the enpty drum This is
a U S. DOT approved nethod of stack testing, especially when the

combi nati on packagi ng has wi de applications.
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In conducting the drop test, the packed drum was dropped first flat
onto the bottom followed by a drop flat onto the top, a drop flat
onto the seamside, a drop diagonally onto the top chine, and a drop
diagonally onto the bottomchinme. Between all drop orientations, the
drum was dropped onto five different surfaces or edges. One drop per
drumis the mninmumper 49 CFR requirenents. The decision to use the
sane contai ner (configuration) for all drops was based on the
relatively mninmal danage denonstrated during previous testing. Five
drops per drum exceeds 49 CFR 8178.603 requirenments, as well as both
UN and ASTM recommendations (i.e., one drop diagonally onto a chine,
and one drop on the next weakest part, each orientation repeated three
times using six sanples total). It should be noted that the use of
one configuration for nultiple tests and drops is DOD policy as stated
in DLAD 4145. 41/ AR 700- 143/ AFJI 24- 201/ NAVSUPI NST 40302. 2/ MCO 4030. 40,
Packagi ng of Hazardous Material. Also per this policy, any failed
orientation(s) can be repeated using another configuration.

Due to the variety of itens to be packaged, testing was actually
conducted according to the paraneters for dense liquids (those with
specific gravity up to 1.8) belonging to Packing Goup Il. This would
equate to rough handling tests equivalent to those for Packing Goup |
for liquids having a specific gravity of 1.2 or less, and for Packing
Goup Il Iiquids having specific gravity 2.7 or |ess.

For the drop test (49 CFR 8178.603), a free fall drop table, set for
1.8 neters (71 in.), was used. The inpact surface was the % inch
steel inpact plate of the table, which was bolted to the concrete
floor.

The | eakproofness test (49 CFR 8178.604) of the netal cans is not
requi red, because the cans are inner packagings in a conbination
packagi ng.

The hydrostatic pressure test (49 CFR 8178.605) is a test to be
perfornmed for single packagings, and is not required for inner
packagi ngs of conbi nati on packagi ngs. For internal pressure

requi rements for inner packagi ngs of conbinati on packagi ngs intended
for transportation by aircraft, 49 CFR 8173.27(c) applies. For

conbi nati on packagi ngs to be transported by air, if the inner
packaging is not able to maintain the designated internal pressure
(49 CFR 8173.27(c)(3)(i)), the inner packagings may be packed in a
suppl ement ary packagi ng whi ch does neet the pressure requirenents.

According to test docunmentation and certification provided by the
manuf acturer of the HAZLOG® ring, a l-quart friction Iid can
fitted with the HAZLOC® ring is capable of maintaining a 95 kPa
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internal pressure. The mnimuminternal pressure of 95 kPa (14 psi)
is stipulated for liquids other than Packing Group Ill in Oass 3 or
Division 6.1 (49 CFR 8173.27(c)(2)(i)), for which a mninmminterna
pressure of 75 kPa (11 psi) is required. Therefore, for transporta-
tion by aircraft, the configuration, as tested, would be authorized,
and the cans with the HAZLOC® rings were shown to be capabl e of

wi t hstandi ng wi t hout | eakage an internal pressure as caused by changes
in altitude and tenperature during transportation aboard aircraft.

According to the mlitary specification to which the drumis
constructed (M L-D-6054), the drum nust have denonstrated the ability
to maintain 15 psi internal pressure, which is greater than 95 kPa
(14 psi), the mnimuminternal pressure stipulated for |iquids other
than Packing G oup Ill in Cass 3 or Division 6.1 (49 CFR 8173. 27(c)
(2)(i)), for which a mininuminternal pressure of 75 kPa (11 psi) is
required. Therefore, for transportation by aircraft, the configura-
tion, as tested, would be authorized, as the drumis to have
denonstrated that it is capable of w thstanding w thout |eakage an

i nternal pressure as caused by changes in altitude and tenperature
during transportation aboard aircraft.

As the configuration being tested is a conbination packaging, it is
not subject to the single packagi ng hydrostatic pressure test

(49 CFR 8178.605) and nmarking requirenents of 49 CFR §178.503(a)(5).
More clearly stated, a hydrostatic pressure test of 250 kPa (36 psi)
for liquids in Packing Goup | is not applicable, unless 250 kPa is
the pressure related to the vapor pressure of the liquid to be
conveyed, as conputed based on the vapor pressure of the |ading at
50° C or 55° C.

For the stack test (49 CFR 8178.606), a 5,000-1b capacity conpression
tester was used because it could hold the | oad constant for the
required 24-hour tinmeframe. The total top load (2,000 Ib) was greater
than the m ninumrequired based on the density of the heaviest liquid
anticipated at 98% of maxi mum capacity, and the outer drum hei ght.
The top load was to sinulate a stack of identical packagi ngs which

m ght be stacked on the packagi ng during transport. The m ni mum

hei ght of the stack could not be less than 3 neters (118 in.), so the
nunber of packagi ngs (stack hei ght m nimum di vi ded by assenbl ed drum
hei ght) had to be represented by an integer nunber, which had to be
rounded up, wi thout respect to which was the nearest whol e nunber.

To be in conpliance with U S. Departnent of Transportation standards
for packagi ngs bearing the United States mark (USA) as a conponent of
t he packaging certification marking (49 CFR 8173.24a(a)(5)), the
vibration test (49 CFR 8178.608) was perforned, as a neans to
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determ ne capability. The test was conducted as prescribed by ASTM
D 999, method A2 (Repetitive Shock Test (Rotary Mdtion)). The test
was run for 1 hour, using the drumring-fitted cans conbi nation
packagi ng. The ring-fitted nmetal inner packagings were filled with
water (SG 1.0) to 98% of maximum capacity (based on weight). The
conbi nati on packagi ng was tested using a 1,250-1b capacity vibration
table (rotary nmotion) that had a 1-inch-vertical double anplitude
(peak-to-peak displacenment) such that the conbination packagi ng was
raised fromthe platformto such a degree that a piece of stee
strapping (1.6 m) coul d be passed between the bottom of the package
and the platform

The Cobb Met hod Test for water absorptiveness was not perforned,
because the test is not a performance test. The Cobb Met hod
Test, addressed in 49 CFR 8178.516, Standards for Fi berboard
Boxes, is a material specification test only for the fiberboard
to be used for outer packagi ngs.

Conpatibility testing (a procedure specified in appendix B to part

173, as required by 49 CFR 8173.24(e)(3)(ii)) is only required for
pl asti cs packagi ngs intended to contain |iquid hazardous materials.
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Actual Product

Note. The itemldentification Nunber and rel ated Proper Shipping Nane have not been
identified for itens to be transported in this configuration.

Nane: Expl osi ve No.:
Part No.: Drawi ng No. :
NSN: Type: DODI C
Speci fi cati on: RELCD:

Properties or Descriptions:
(1 MO I MDG

Proper Shi ppi ng Name(s):
49 CFR--
| ATA/ | CAO DCR- -
AFJNVAN 24-204/ TiVB8- 250- -
| MO | MDG -

Identification No.: UN Hazard Cl ass or Division:

Packing Goup: I Il Il
49 CFR-- Packagi ng Authorization(s): 8§
Exception(s): 8§

Speci al Provi sions:

I'S/I'S NOT forbidden on passenger aircraft/rail
kg maximum linitation

IS/1'S NOT forbidden on cargo air,
kg gross maximum linitation

| CAO TI /1 ATA DGR- -
Packi ng I nstruction(s): passenger aircraft--
cargo aircraft--
Speci al Provi sions:
IS/1'S NOT forbidden by passenger air, kg maximumlimt
I'S/I'S NOT forbidden by cargo air, kg Gmax. limtation

| ATA State Vari ati ons:
| ATA Qperator Variations:

| MO | MDG Code Packagi ngs: Schedul e , Stowage
Packi ng Met hod
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NSN (conti nued):

AFJMAN 24- 204/ TM 38- 250- -
Packagi ng Par agr aph:
Speci al Provi sions:
WAS/WAS NOT a theta item (duty passengers)

WAS/ WAS NOT a dagger item (no passengers)
Note. The thetal/dagger designations were elimnated in the 1 Mar 97 revision to AFIJM
24-204, and replaced w th Special Provisions codes.

Anmount Per Contai ner (Configuration): gal | ons
Net Expl osive Wi ght: kg each
kg total

Density/ Specific Gavity:
Vapor Pressure at 50° C

55° C:

70° F: mm Hg
Flash Point:  NA °C °F
Consi stency/ Vi scosity: NA

InterimHazard C assification Ref(s).: NA

El ectrostatic Discharge Protection: Required/not required
Shelf Life ltenf? Yes No

Addi tional Description: NA
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